


Common Materials for Overmolding

Overmolding typically involves the bonding of two or
more materials together, where the overmolding
material remelts to and merges with the base
component. This bonding provides enhanced strength,
improved aesthetics, and functional benefits. Common
materials used in overmolding are:

e Thermoplastic elastomers (TPE)—TPEs are a
popular choice for overmolding due to their
flexibility, softness, and ease of processing. They
provide excellent grip and impact resistance and
bond well with a variety of substrates.

e Thermoplastic polyurethane (TPU)—TPU offers
high abrasion resistance, elasticity, and durability.
Itis commonly used in overmolding applications
where a combination of flexibility and toughness
is required. TPU also offers good chemical
resistance.

e Polypropylene (PP)—PP is a widely used
thermoplastic for overmolding applications. It
provides good chemical resistance, low density,
and excellent dimensional stability. It is frequently
used for medical-device manufacturing.

e Polyethylene (PE)—PE is another thermoplastic
material used for overmolding. It is known for its
low cost, lightweight nature, and good impact
resistance. PE overmolding is often utilized in
applications such as handles, grips, and protective
covers.

e Acrylonitrile butadiene styrene (ABS)—ABS is a
rigid thermoplastic commonly used as the
substrate. Its strength, impact resistance, and
dimensional stability make it ideal for solid base
structures, a solid base structure. ABS can be
overmolded with TPE or TPU to add soft-touch
features or improve grip.

These are just a few of the wide range of materials
available for overmolding. Many other options are
available, depending on the specific requirements of
the product, including desired flexibility, hardness,
chemical resistance, and appearance. SPG design
teams work with our material suppliers to select the
most appropriate materials for overmolding based on
the desired properties and performance criteria for the
product.

SPECTRUM

Overmolding Techniques

Overmolding can be soft or hard. Soft overmolding
involves applying a soft or flexible material, such as TPE
or silicone, onto a rigid base or substrate. The soft
material is injected or molded over the base component,
encapsulating or enveloping it. Soft overmolding is often
used to provide grip, cushioning, or comfort in products
like handles, grips, or wearable devices. Hard
overmolding is the opposite of soft overmolding, where
a rigid material is molded over a soft or flexible base.
This technique is often used to provide structural
support, reinforcement, or a protective outer layer for
softer or more delicate core components.

There are three main types of overmolding:
Insert molding

Insert molding involves placing a pre-formed insert,
such as a metal component or a previously molded part,
into the mold cavity and then injecting the overmolding
material around it in a single shot. The overmolded
material bonds with the insert, encapsulating or
surrounding it. Insert molding is often used to add
strength, functionality, or specific features to the base
component.

Two-shot molding

Two-shot molding, also known as multi-shot or dual-
shot molding, involves injecting two or more materials in
separate shots into the same mold cavity to create a
single part. The first material is injected to form the base
or substrate, and then the mold is indexed or rotated to
introduce the second material for the overmolded layer.
Two-shot molding allows for the combination of
materials, colors, or textures in a single part, often
achieving complex designs or functionality.

Overmolding with co-injection

Co-injection overmolding is similar to two-shot molding
but typically involves injecting two materials
simultaneously into the mold, rather than in sequence.
The two materials are combined in the mold cavity, with
one material acting as the base or substrate, and the
other material forming the overmolded layer. Co-
injection offers advantages such as improved bond
strength and enhanced control over material
distribution.
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Insert Molding Versus Two-Shot Molding

Two-shot molding and insert molding are both used
in manufacturing to combine multiple materials in a
single part, but there are key differences between the
two processes. Below is a comparison of two-shot
and insert molding capabilities:

Insert molding

Precise positioning and fixation of the inserts in the
mold are required to ensure proper molding material
encapsulation. The molding material encapsulates or
surrounds the insert, which is then mechanically or
chemically bonded to the molding material, forming a
cohesive part. The bond strength between the insert
and the molding material varies depending on the
design and material compatibility. Compared to two-
shot molding, insert molding is more limited in terms
of design flexibility, as it requires the use of pre-
formed inserts, which can restrict design possibilities.

Two-shot molding

Two-shot molding offers greater design flexibility
compared to insert molding. Designers can create
complex shapes, add soft-touch features, incorporate
multiple colors or textures, and achieve seamless
integration between materials. Two-shot molding
allows for the creation of more ergonomic designs
and improved aesthetics. However, it is more
expensive because it typically requires specialized
molds with additional features, such as multiple
injection points or moving mold components, to
achieve proper material flow and adhesion.

Insert or Two-Shot?

Both insert molding and two-shot molding require
careful planning and consideration of material
compatibility, process parameters, and tooling
design. Deciding which is the best process for your
project depends on the design complexity, materials,
bond strength, manufacturing processes, and
production speed. For example:
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e Design requirements—if the design requires a high
level of design freedom and incorporates multiple
materials, two-shot is probably the preferred
choice. If the design allows for the use of pre-
formed inserts or requires specific features that
cannot be achieved through two-shot molding,
insert molding may be more suitable.

e Material combination—two-shot molding allows for
the combination of multiple materials with distinct
properties, providing opportunities to achieve the
desired material combination for optimal
performance. Insert molding uses specific pre-
formed inserts, which can be advantageous when
the insert material possesses unique properties or
characteristics.

e Bond strength—two-shot molding provides a strong
bond between the materials due to the intimate
contact and adhesion during the molding process;
for insert molding, the strength may vary depending
on the design and the bonding method used.

e Design complexity—two-shot molding provides
more design freedom, allowing for the creation of
complex shapes, ergonomic features, and intricate
design; insert molding is generally limited to the use
of pre-formed inserts, which can restrict design
possibilities.

e Manufacturing considerations—two-shot molding
often requires specialized molds with additional
features, such as multiple injection points or moving
mold components, which can drive up cost; insert
molding requires precise positioning and fixation of
the inserts, which can also add complexity to the
process.

By considering these essential design factors,
manufacturers and designers can make an informed
decision about whether two-shot molding or insert
molding is the more suitable process for their specific
product requirements. It is helpful to consult with experts
in the field and conduct feasibility studies or prototypes
to assess the viability and performance of each
technique before proceeding with production.

Designing for Two-Shot and Insert Molding

Designing products for two-shot and insert molding
requires careful consideration of all engineering
factors to ensure successful and efficient
manufacturing processes. Collaborating with mold
designers, material experts, and manufacturers during
design for manufacturability is essential for optimizing
the use of overmolding to create a high-quality,
durable part using the most cost-effective methods.
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